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Water resistant polymer bonding admixture

Surface preparation:
• Concrete surface must be sound and 
clean.
• Remove efflorescence, mineral salts, 
fungus and form treatment.
• Excess laitance should be removed by an 
appropriate method.
• Smooth substrates should be 
mechanically roughened.

• Excellent adhesion to concrete, masonry, 
stonework, plaster and block board.
• Produce weather resistant mortars.
• Single component, prepacked in an easy 
to  handle size.
• Improves cohesion and workability.
• Reduces permeability.
• Compatible with all common hydraulic 
cements.
• Improves tensile, flexural and 
compressive strengths.
• Improve cohesion and workability .
• Economic.

KEMBOND LX is used to improve 
mechanical properties for waterproof 
cementitious coatings and slurries, polymer 
modified floor screeds, and for improving 
and bonding floor toppings, renderings and 
mortars, repair of spelled concrete and 
repair of large cracks.

Advantages

Where to use 

How to use

Description • Any steel in the repair area should be 
exposed around its full circumference and 
cleaned to remove all loose scale   and 
corrosion deposits.

Mixing:
• To obtain a smooth consistency the 
cement should be blended slowly into the 
liquid. Stir frequently during use to offset 
settlement.
• All surfaces must be primed by thoroughly 
scrubbing in a slurry coat of one volume 
KEMBOND LX  to one volume water to 
three volumes fresh cement.

Mixing design :
1 – Patching and repair mortar
Cement   50 Kg
Clean sharp sand  150 Kg
KEMBOND LX : Water
      1               :     1
Recommended thickness 6 to 40 mm.
Recommended thickness in case of renders 
6-9 mm per layer.
2 – Heavy duty floor screeds
Cement   50 Kg
3 – 6 mm granite chips 75 Kg
Clean sharp sand  75 Kg
KEMBOND LX : Water
      1   :   1
The screed should be of a semi – dry 
cohesive consistency.
Recommended thickness 10 – 25 mm per 
layer.
3 – Bonding of slip bricks, tiles ….. etc.
Cement   50 Kg
Clean sharp sand  125 Kg
KEMBOND LX : Water
           1  :      1
Water is adjusted to give a form mortar. For 
fine joints use sand . Support where 
necessary until the mortar is set . 
Recommended thickness 6 to 40 mm.

KEMBOND LX is a styrene-butadiene 
co-polymer specially designed   for use as 
bonding admixture for cementitious 
systems. It increases water resistance, 
wear resistance and durability.
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Properties

milky white
1  ±  0.01 Kg/lit.

Colour
Density 


